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This document is a
copy of a file note prepared by the llauptabteiling Eiccnindustrie, Abteilung.
Stahlverarbeitung (Steel Processing Scction of the i! Iron Industry Uepart-
ment), Berlin. The production plans for ferrotiteriu:, ferrovanadiuam, ferro-
tungsten, and ferromolybdenum are not mentioned becaunsc the Pitterfeld plant
producing these¢ alloys is subordinate to a SAT (Soviet Corporation) and not
to the Main Department for the Iron Industry.

This document ic a photostoted copy of a report by the !'ain Department for the Iron
Industry, Steel Procegsing Section, showings
H] (&) 3 (5]

T. The planned ferroalloy nroduction for 1952-1955 in the plents under the *ain De-
partment for the Iron Industry. Production goals for ferromangancse, ferrochromiun, ferro-
silicon, end fmmm silicomanganese are indicated in tons per year, ©.g., ferromanganess,
carburiﬁed, 70 7 manganese: 5,700 for 1952; 6,700 for 19533 9,300 for 195k; end 13,200
for 1955,

IT. The number of ferroalloy furnaces in operation as of 1 Jrnuary 1951, including
one electric furnace of 750 kVA, two of 2,300 kVA, six of 3,000 kVA, and one of 13,100 kVA.
The production capacity of these furnaces in tons per day, assuming a normal 3LO doys of
production éﬁer year /, is indicated, e.g., refined ferromangzanese, 15.,2) carburized ferro-
manganese, 0. in a 3,000 kVA furnace; ferrosilicon, 35, in a 7,500 kVA furnzce: etc. The
electric power consumption per furnace in kilh/ton is given, for instance 5,900 for the
production of L5 ¢ ferrosilicon in a 7,500 kV furnace,

IIT. Production is so planned that, with imports, the preswned recuiremnsnts of the
GDR steel plants will be covered.

IV.  The production of alloy steels for the years 1952 - 1955 is indicated / probably
in tons per year 7, i.e., high-grade steel 300,000 in 1952; L00,000 in 1953; L50,000 in
195L; 500,000 in 1955, There is no breakdown as to individual types of hizh-grade steel
or as to alloy contents of the steels,
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